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Synchrotron radiation-induced surface-conductivity of SiO 2
for modification of plasma charging
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In this work, we investigate the electrical surface conductivity that is temporarily induced in SiO2

by exposure to monochromatic vacuum-ultraviolet synchrotron radiation for modification of plasma
charging. Special preprocessed test structures were exposed to controlled fluxes of monochromatic
synchrotron radiation in the range of 500–3000 Å~approx. 4–25 eV!, the energy band of most
plasma vacuum-ultraviolet radiation. The highest oxide surface conductivity is achieved during
irradiation by photons with energies between 15 and 18 eV. This enhanced oxide surface
conductivity holds the potential to discharge high-aspect ratio structures that charge up during
plasma processing due to electron shading, and thus minimize plasma-processing-induced damage
to semiconductor devices. ©2000 American Institute of Physics.@S0003-6951~00!00316-8#
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During plasma processing, charging of dielectrics pla
a leading role within the damage mechanisms of semic
ductor devices. However, device damage is also influen
by plasma-emitted x-ray, vacuum ultraviolet~VUV !, and ul-
traviolet radiation.1–3 It was determined that most processi
plasmas emit radiation in the VUV energy band of 4–30 e
with most of the radiation above 9 eV, the latter of which
approximately the energy band gap of SiO2.

4 The radiation is
absorbed in the exposed oxide layers and it results in
generation of electron-hole pairs. Although it has been es
lished that electron-hole-pair generation in the oxide
creases the SiO2 bulk and interface trapped-charge densi
which may affect device reliability,5,6 we believe plasma
VUV irradiation of silicon oxide can have a beneficial effe
by inducing a temporarily enhanced oxide conductivity. T
can reduce dielectric charging, especially that induced
electron-shading effects7 during plasma etching of high
aspect-ratio devices, by providing a safe way to discha
these structures and, thus, minimize charging damage.
enhanced conductivity can also have beneficial effects on
etching properties of SiO2 such as reduction of notching
sidewall bowing, and trenching.

The goal of this work is to establish the effect of VU
radiation on the surface conductivity of SiO2. The use of
special semiconductor test structures, upon exposure to V
radiation, enabled us to monitor the induced currents al
the surface of SiO2 layers as a function of the applied electr
field.

It is desired that the investigation of the VUV-induce
surface currents in SiO2, as a function of oxide electric field
takes place under exposure of the test structures to proc
ing plasmas, while the VUV-emission intensity and wav
length is measured. However, these measurements are
possible during plasma exposure because the plasma

a!Present address: Conexant Systems, Inc., Newport Beach, CA 92660
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vides an additional current path to interfere with our me
surements. To eliminate this, we used monochromatic s
chrotron radiation in the same photon energy range to exp
the test structures under vacuum. An additional advantag
using monochromatic synchrotron radiation is the ability
determine the dependence of measured quantities on
wavelength of the incoming radiation.

The exposure of the test structures was performed at
Synchrotron Radiation Center at the University
Wisconsin-Madison. The monochromatic light was suppl
by the Aladdin synchrotron storage ring, passing throug
VUV monochromator. The electron beam used to gene
the synchrotron radiation had a current of up to 250 mA,
an energy of 800 MeV. The VUV monochromator that w
connected to the beamline is a normal-incidence monoc
mator, in a Seya-Namioka mount, with an output ene
range of 4–30 eV, and a bandpass of 3 Å.

Measurements of the VUV-induced currents along
surface of the oxide layers were made by using interd
tated, comb-like aluminum structures deposited on top
1-mm thick thermally grown SiO2 layers~Fig. 1! on Si sub-
strates. The thickness of the oxide layer ensures that no
rent passes through the oxide between the aluminum ‘‘
gers’’ and the silicon substrate. Each structure has 2325
aluminum fingers and an active area of exposed oxide
6 mm36 mm. Several variations of this structure were bu
so as to have three different separation distances betwee
aluminum fingers of 5, 7, and 25mm. The actual distance
between the fingers as measured after fabrication were
7.4, and 25mm.

The test structures were mounted in a special vacu
chamber coupled to the beamline monochromator. T
mounting unit was set so as to have normal incidence of
VUV beam on the surface of the structure. The monoch
matic synchrotron light was focused on the test structure~the
position of the light spot is shown in Fig. 1!, with a spot
dimension of 1 mm36 mm. During the measurements, th
1 © 2000 American Institute of Physics
IP license or copyright, see http://apl.aip.org/apl/copyright.jsp
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chamber was evacuated to pressures in the 1028 Torr range.
For the measurements of the VUV-induced currents al
the surface of the SiO2 layer in between the aluminum fin
gers, electrical connections were made from the test st
tures to outside circuitry through vacuum feedthroughs. T
test structures were connected in series with a Keithley
Picoammeter with a resolution of 10 fA and a variab
voltage battery pack with a maximum voltage of 100 V.
possible contribution to the measured current, in addition
the radiation-enhanced conductivity, is that due to second
electron emission from the aluminum. The estimated em
sion current is too small to account for the measured va
and, in addition, should scale with voltage and not elec
field as seen in Fig. 3, for different electrode spacing.

Due to the fact that the monochromatic VUV photo
flux incident on the test structures was not constant w
respect to the photon wavelength, measurement of the a
lute flux as a function of photon wavelength was need
prior to VUV exposure. The vacuum chamber has provisio
for the measurement of the incident VUV flux without brea
ing the vacuum by using a calibrated photodiode of the t
AXUV-100, manufactured by International Radiation Dete
tors, Inc. The maximum photon flux was 231012 photons/s
at a photon energy of 11 eV, for an electron beam circulat
in the synchrotron ring of 800 MeV energy and 200 m
intensity. This level of radiation is similar to that emitted b
most high-density processing plasmas.4

To make sure that the exposure of the oxide layer
VUV radiation does not change the electrical properties
the oxide irreversibly, measurements of the surface curr
were made as a function of the photon energy~wavelength!
~Fig. 2! on pairs of identical test structures, by sweeping
photon wavelength upward from 4 to 25 eV for one stru
ture, and then downward for the other structure. We a
replicated the measurements several times by using the s
structures. Because differences in these measurements
not higher than 5%, we concluded that the radiation of t
intensity did not inflict permanent changes in the electri
properties of the oxide layer that can be traced through th

FIG. 1. Schematic of the test structure used for surface conductivity m
surements of SiO2 ~not to scale!.
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measurements. Measurements of the VUV-induced curr
were also made as a function of the voltage between fing
and the distance between them.

Due to the fact that the synchrotron photon flux reach
the sample is nonuniform with respect to wavelength,
measured electric current had to be referenced to the co
sponding photon flux as a function of photon energy~wave-
length!, as measured by the calibrated photodiode. The d
in Fig. 2 is represented in units of ampere-seconds/pho
~current/photon flux! as a function of photon energy an
voltage applied to the structures, for the three different t
structures~5.6, 7.4, and 25mm distance between finger elec
trodes!.

An important feature in these measurements is that, fo
constant electric field, the maximum current is obtained
irradiation with photons with energy between 15 and 18 e
We believe this is due to several factors. First, at low pho
energies~below the SiO2 band gap!, very few electron-hole
pairs are generated upon absorption of incident radiat
Therefore, the measured current is very low. Second, at p
ton energies between 9 and 15 eV, less of the gener
electron-hole pairs reach the structure’s electrodes at lo
energy, and the electrons and holes undergo recombina
Thus, the current will increase with increasing photon e
ergy. Third, at high photon energies~above 18 eV!, photon
penetration in the oxide is lower~less than 200 Å!.8 In this
case, two situations may exist:~1! the shallower conductivity
layer and the higher photon energy may determine a hig
density of generated electron-hole pairs close to the ox
surface, which may induce a velocity-saturation conditi
for these charge carriers as they travel across the oxide,
therefore a lower current; and~2! a higher photon energy
increases the probability that photogenerated electrons
lost to the vacuum, by transferring sufficient energy to t
electrons to cause them to leave the surface of the test s
ture. This, in turn, will also decrease the measured curre

To understand the dependence of the VUV-induced
ide surface currents on the electric field, similar measu
ments were made by changing the dc bias applied betw
the finger electrodes in the range of 0–100 V, while irra
ating the test structures with monochromatic synchrot
light of 15 eV photon energy and constant photon flux. T

a-

FIG. 2. VUV-induced electric current per unit photon flux as a function
photon energy, measured between electrodes positioned apart at va
distances~5.6, 7.4, and 25mm!, for an applied voltage of 3.2 V.
IP license or copyright, see http://apl.aip.org/apl/copyright.jsp
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results are displayed in Fig. 3. The measured current per
photon-flux density is linear with the applied electric field
to a saturation value of about 7 kV/cm. Considering a m
surement error of65% of the measured value, the curren
follow the same curve, irrespective of the distance betw
the measuring electrodes.

This dependence of the measured current on the app
electric field under irradiation with photons of energy high
than the SiO2 band gap energy pointed us toward a sim
model based on a photoconductor.9 Due to the fact that elec
trons are much more mobile than holes, they are swept ou
the oxide in the presence of an electric field much faster t
the holes. Therefore, in steady state, the number of elect
in the oxide is much smaller than the number of holes, a
thus, the VUV-induced electric current is governed by h
transport. The current~in amperes! is then

I 5eYtmF
V

d2 , ~1!

wheree is the electronic charge,Y is the absolute yield of
SiO2 ~generated e-h pairs/absorbed photon!, t andm are the
hole lifetime and mobility, respectively,F is the incident
photon flux in number of photons per second,V is the ap-
plied voltage, andd is the distance between the measuri
electrodes.

In Eq. ~1!, variablesI, F, V, andd are known quantities
Thus, it is possible to use Eq.~1! with a parameterC
5eYtm to fit the data. In the case presented in Fig. 3,
fitting parameter has a value of 3.5310226cm2 sV21 for
exposure to 15 eV radiation. In Eq.~1!, the fitting parameter
C is the only variable to depend on the radiation waveleng
Therefore, it will have the same dependence on the pho

FIG. 3. Electric current across the SiO2 surface measured between ele
trodes positioned apart at various distances~5.6, 7.4, and 25mm!, per unit
photon flux density and photon energy of 15 eV, and a fit over the lin
dependence of the measured current on the applied electric field.
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energy as the measured current per unit photon flux, whic
shown in Fig. 2. Thus, based on the value ofC found for
radiation of 15 eV energy, similar values ofC can be deter-
mined for other photon energies, and, by integration o
plasma emission spectra,4 values of C for various high-
density plasmas can be obtained, such as
310226cm2 sV21 for argon, and a value of 0.9
310226cm2 sV21 for oxygen. In these cases, the oxide su
face conductivity can be calculated as 4.4310212V21 for
argon and 4.5310213V21 for oxygen. The implications of
these levels of the VUV-induced surface conductivity
SiO2 in minimizing the charging damage can be analyzed
a particular plasma processing step, such as high-aspect-
metal etch with a SiO2 hard mask. We believe that, in such
case, the oxide VUV-induced surface conductivity is ve
efficient in reducing the amount of differential charging i
duced by electron shading.

In summary, we measured electrical surface conductiv
of SiO2 exposed to monochromatic VUV synchrotron rad
tion by use of special test structures, exposed to contro
fluxes of VUV light in the range of 500–3000 Å~approx.
4–25 eV!, the energy band of most high-density plasm
VUV radiation. For irradiation with photons of energy high
than SiO2 band gap energy, the results show a similar dep
dence of the VUV-induced current on the applied elect
field to a simple photoconductor. Depending on the intens
of the irradiating VUV light, the induced oxide conductivit
can hold the potential to reduce differential charging induc
by the electron-shading effect during etching of high-aspe
ratio features.
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